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Process Product name AWS Classification EN ISO Norm
SMAW BOHLER FOX EV 50 A5.17018-1-H4R 2560-AE 42 5B 42 H5
Phoenix 120 K A5.1 E7018-1 2560-AE 42 5B 32 H5
BOHLER FOX EV 60 A5.5 E8018-C3 H4R 2560-AE 466 1 NiB 42 H5
Phoenix SH V 1 A5.5 E8018-G 2560-A E506 1 NiB 42 H5
BOHLER FOX EV 65 A5.5 E8018-GH4R 18275-AE 556 1 NiMo B 42 H5
BOHLER FOX EV 70 A5.5 E9018-GH4R 18275-A E 55 6 1 NiMo B 42 H5
Phoenix SH Schwarz 3 K Ni A 5.5 E9018-G 2560-A E 50 4 1 NiMo B 42 H5
SAW Union S8 Si/ UV 418 TT AB.17 F7TA8-EH12K 14171 S 46 6 FB S3Si
Union S3 Si/ UV 421 TT A5.17 F7TA8-EH12K 14171 S 46 5 FB S3Si
Union S2 NI370/ UV 418 TT AB.23 F7A8-EG-G 14171 S 42 6 FB S2Ni1,5
Union S2 NI370/ UV 421 TT AB.23 F7TA8-EG-G 14171 S 42 6 FB S2Ni1,5
0 Union S2 NiMo 1/ UV 418 TT A5.23 FBA10EG-G 14171 S50 6 FB Sz
§0 Union S2 NiMo 1/ UV 421 TT A5.23 FBA10EG-G 14171 S50 6 FB Sz
;"8 BOHLER 3NiMo 1-UP/BOHLER BB 418 TT | A5.23 FOA8-EF3-F3 14171 S 55 6 FB S3Ni1Mo
% cl> BOHLER 3NiMo 1-UP/BOHLER BB 421 TT | A5.23 FOA8-EF3-F3 14171 S 55 6 FB S3Ni1Mo
:.;)_: Union S 3 NiMo 1/UV 418 TT A5.23 FOAB-EG-F3 14171 S 50 6 FB S3Ni1Mo
gé UTion S3NiMo 1/UV421 TT A5.23 FOA8-EG-F3 14171 S50 6 FB S3Ni1Mo
; GMAW BOHLER EMK 6 A5.18 ER 70S-6 14341-A G 42 4 M G3Si1/G42 4 CG3Si 1
o Union K 52 A5.18 ER 70S-6 14341-A G 42 4 M G3Si1/G42 4 CG3Si 1
Union K 52 Ni A5.28 ER80S-G 14341-A G 506 M Z3Ni1/G 46 4 C Z3Ni 1
BOHLER NiMo 1-IG A5.28 ER 90S-G 16834 G 55 6 M Mn3Ni1Mo
Union MoNi A5.28 ER 90S-G 16834-A G 69A 5 M N2M2T
FCAW Rutile BOHLER TI 60 FD A5.29 E81T1-NitMJH4 17632-AT 506 INiPM 1 H5
Union RV Ni 1 A5.29 E81T1-NitMJH4 17632-AT 506 1NiPM 1 H5
FCAW metal cored| Union MV Ni 1 A5.28 ES0 C-Ni1 H4 17632 AT506 1 NiMM 1 H5
GTAW BOHLER EMK 6 A5.18 ER 70S-6 636-AW 42 5 W3 Si 1
Union | 52 A5.18 ER 70S-6 636-AW 42 5 W3 Si 1
BOHLER Ni 1-IG A5.28 ER80S-Ni1 (mod) 636-A W3Nit
Union I 1,2 Ni A5.28 ER80S-G 636-A W 46 6 W3Nil
BOHLER NiMo1-IG A5.28 ER90S-G 16834 W 55 6 M Mn3Ni1Mo
SMAW BOHLER FOX 2,5 Ni A5.5 E8018-C1 H4 R 2560-A E 46 8 2Ni B 42 H5
o Phoenix SH Ni 2 K 70 A5.5 E8018-C1 2560-A E 46 6 2Ni B 42 H5
» $ SAW BOHLER Ni 2-UP / BOHLER BB 24 A5.23 F8A8 ENi2-Ni2 14171 S 46 6 FB S2Ni2
22 BOHLER Ni 2-UP / BOHLER BB 421 TT | A5.23 FBA10 ENi2-Ni2 14171 S 46 6 FB S2Ni2
?9 Union S2Ni2,5/UV418TT A5.23 FBA10-ENi2- Ni2 14171 S 42 8 FB S2Ni2
;8; Union S2 Ni2,5/UV 421 TT A5.23 FBA10-ENi2- Ni2 14171 S 42 8 FB S2Ni2
"N’_g GMAW BOHLER 2,5 Ni-IG A5.28 ER80S-Ni2 14341-A G 46 8 M G2Ni2
5 Union Ni 2,5 Ab5.28 ER80S-Ni2 14341-A G 50 6 M G2Ni2
3 GTAW BOHLER 2,5 Ni-IG A5.28 ER80S-Ni2 636-A W 46 8 W2Ni2
Union | NI 2,5 A5.28 ER80S-Ni2 636-A W 46 8 W2Ni2
- §0 SMAW Phoenix SH Ni 2 K 80 A5.5 E7018-C2L 757 E42 6 3NiB 32 H5
;% :5 SAW Union S2 NI 3,5/UV 418 TT A5.23 F8A15-ENi3-Ni3 14171 S 46 8 FB S2Ni3
g_%‘g Union S2 NI'3,5/UV 421 TT A5.23F8A15-ENi3-Ni3 14171 S 46 8 FB S2Ni3
2+ | GTAW Union | 3,5Ni A5.28 ENi3 636 WZ 42 10 W2Ni3
SMAW Thermanit 19/15 H A5.4 E316L-15 (Mod) 3581 E20163MnNLB22
_o GMAW Thermanit 19/15 A5.9 ER 316LMn 14343-AG 2016 3Mn N L
3 "8 Thermanit 17/15TT -- 14343-A G Z17 15 Mn W
"{1 w GTAW Thermanit 19/15 A5.9 ER 316LMn 14343-AWZ 2016 3Mn N L
% *2 SAW Thermanit 19/15 / Marathon 104 A5.9 ER 316LMn 1207252016 3Mn N L
$ % Thermanit 17/15 TT / Marathon 104 - 12072S 7217 15 Mn W
T FCAW BOHLER EAS 4 PW-FD (LF) A5.22 E316LT1-4, E316LT1-1 17633-AT 21912 3L P M/C1
Thermanit 316L-PW A5.22 E316LT1-4, E316LT1-1 17633-AT 21912 3 L P M/C1
SMAW UTP 7013 Mo A5.11 ENiCrMo-6 14172 E Ni 6620 (NiCr14Mo7Fe)
Thermanit 13/65TT A5.11 ENiCrMo-6 14172 E Ni 6620 (NiCr14Mo7Fe)
o UTP Soudonel D A5.11 ENiCrMo-6 14172 E Ni 6620 (NiCr14Mo7Fe)
g ;8 Thermanit 13/65 TTW-150 A5.11 ENiCrMo-6 14172 E Ni 6620 (NiCr14Mo7Fe)
'@' w BOHLER FOX Nibas 625 A5.11 E NiCrMo-3 14172 E Ni 6625 (NiCr22Mo9Nb)
: *2 Thermanit 625 A5.11 E NiCrMo-3 14172 E Ni 6625 (NiCr22Mo9Nb)
> g UTP 6222 Mo A5.11 E NiCrMo-3 14172 E Ni 6625 (NiCr22Mo9Nb)
T UTP 776 Kb A5.11 E NiCrMo-4 14172/ENi6276 (NiCr156Mo15Fe6\W4
UTP 7017 Mo A5.11 E NiCrFe-4 14172 E Ni 6095 (NiCr15Fe8NbMoW)
UTP 5020 Mo A5.11 ENiCrMo-18 14172 E Ni 6650 (NiCr20Fe14Mo11WN)
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SAW BOHLER NIBAS 625-UP/ BOHLER BB 444| A5.14 ER NiCrMo-3 18274 S Ni 6625 (NiCr22Mo9Nb)
Thermanit 625 / Marathon 444 A5.14 ER NiCrMo-3 18274 S Ni 6625 (NiCr22Mo9Nb)
UTP UP 6222 Mo / UTP UP FX 6222 Mo | A5.14 ER NiCrMo-3 18274 S Ni 6625 (NiCr22Mo9Nb)
UTP UP 776 / UTP UP Flux 776 A5.14 ER NiCrMo-4 18274 S Ni 6276 (NiCr156Mo16FeBW4)
Thermanit NiMo C 276 / Marathon 104 | A5.14 ER NiCrMo-4 18274 S Ni 6276 (NiCr15Mo16Fe6W4)
GMAW BOHLER NIBAS 625 IG A5.14 ER NiCrMo-3 18274 S Ni 6625 (NiCr22Mo9Nb)
Eg UTP A 6222 Mo-3 A5.14 ER NiCrMo-3 18274 S Ni 6625 (NiCr22Mo9Nb)
,39_? Thermanit 625 A5.14 ER NiCrMo-3 18274 S Ni 6625 (NiCr22Mo9Nb)
) UTP A 776 A5.14 ER NICrMo-4 18274 S Ni 6276 (NiCr15Mo16Fe6W4)
x § UTP A 5020 Mo A5.14 ERNICrMo-18 18274 S Ni 6650 (NiCr20Fe14Mo11WN)
m_g GTAW BOHLER NIBAS 625-1G A5.14 ER NiCrMo-3 18274 S Ni 6625 (NiCr22Mo9Nb)
Thermanit 625 A5.14 ER NiCrMo-3 18274 S Ni 6625 (NiCr22Mo9Nb)
UTP A 6222 Mo A5.14 ER NiCrMo-3 18274 S Ni 6625 (NiCr22Mo9Nb)
UTP A 776 A5,14 ER NiCrMo-4 18274 S Ni 6276 (NiCr15Mo16Fe6W4)
FCAW BOHLER NIBAS 625 PW-FD A5.34 ENiCrMo-3T1-4 12153 T Ni 6625 P M 2
Thermanti 625 PW A5.34 ENiCrMo-3T1-4 121563 T Ni 6625 P M 2
UTP AF 6222 Mo PW A5.34 ENiCrMo-3T1-4 12153 T Ni 6625 P M 2
SMAW BOHLER FOX EAS 2 A5.4 E308L-15 3851 E199LB22
BOHLER FOX EAS 2 (LF) A5.4 E308L-15 3851 E199LB22
Thermanit JE Spezial A5.4 E308L-15 3851 E199LB22
BOHLER FOX EAS 2 A A5.4 E308L-17 3851 E199 LR32
Thermanit JEW 308L-17 A5.4 E308L-17 3851 E199LR32
BOHLER FOX SAS 2 A5.4 EB47-15 3851 E199NbB22
Thermanit HE Spezial A5.4 E347-15 3851 E199NbB22
BOHLER FOX SAS2-A A5.4 EB47-17 3851 E199NbR32
Thermanit HW A5.4 EBAT-17 3851 E199NbR32
BOHLER FOX EAS 4 M A5.4 E316L-15 3851 E19123LB22
BOHLER FOX EAS 4 M (LF) A5.4 E316L-15 3851 E19123LB22
Thermanit GE Spezial A5.4 E316L-15 3851 E19123LB22
BOHLER FOX EAS 4 M-A A5.4 E316L-17 3851 E19123LR32
Thermanit GEW 316L-17 A5.4 E316L-17 3851 E19123LR32
SAW BOHLER EAS 2 -UP / BOHLER BB 202 | A5.9 ER308L 14343-AS 199 L
Thermanit JE-308L / Marathon 431 A5.9 ER308L 14343-AS 199 L
Thermanit JE-308L / Marathon 104 A5.9 ER308L 14343-AS 199 L
BOHLER EAS 4 M-UP / BOHLER BB 202 | A5.9 ER 316L 14343-AS 19123 L
Thermanit GE 316 L / Marathon 431 A5.9 ER 316L 14343-AS 19123 L
Thermanit GE 316 L / Marathon 104 A5.9 ER 316L 14343-AS 19123 L
- BOHLER EAS 2-IG A5.9 ER 308L 14343-AW 19 9L
< h: 8 GTAW Thermanit JE-308L A5.9 ER 308L 14343-AW 19 9L
% a|' Thermanit JE-308L Si AB5.9 ER 308LSi 14343-AW 19 9L Si
35 Thermanit GE-316L A5.9 ER 316L 14343-AW 19123 L
%;rl" BOHLER EAS 4 M-IG A5.9 ER 316L 14343-AW 19123 L
8 8 Thermanit GE-316LSi A5.9 ER 316LSi 14343-AW 1912 3L Si
@ 8 Thermanit H-347 A5.9 ER 347 14343-A W 19 9 Nb
2 BOHLER SAS 2-IG A5.9 ER347 14343-AW 19 9 Nb
GMAW BOHLER EAS 2-1G (Si) A5.9 ER 308LSi 14343-AG 19 9L Si
Thermanit JE-308L Si A5.9 ER 308LSi 14343-AG19 9L Si
BOHLER SAS 2-IG (Si) A5.9 ER 347 Si 14343-A G 19 9 Nb Si
Thermanit H Si A5.9 ER 347 Si 14343-A G 19 9 Nb Si
BOHLER EAS 4 M-IG (Si) A5.9 ER 316LSI 14343-AG 19123 L Si
Thermanit GE-316LSi A5.9 ER 316LSi 14343-AG 19123 L Si
FCAW BOHLER EAS 2 FD A5.22 E308LTO-4, E308LTO-1 17633-AT199 L RM/C3
Thermanit TG 308 L A5.22 E308LTO-4, E308LTO-1 17633-AT199 L RM/C 3
BOHLER EAS 2 PW-FD A5.22 E308LT1-4, E308LT1-1 17633-AT 199 L P M/C 1
Thermanit 308L-PW A5.22 E308LT1-4, E308LT1-1 17633-AT199 L P M/C 1
BOHLER EAS 2 PW-FD (LF) A5.22 E308LT1-4, E08LT1-1 17633-AT 199 L P M/C 1
BOHLER EAS 4 M-FD A5.22 E316LT0-4, E316LTO-1 17633-AT 19123 LRM/C3
Thermanit TG 316L A5.22 E316LT0-4, E316LTO-1 17633-AT 19123 LR M/C 3
BOHLER EAS 4 PW-FD A5.22 E316LT1-4, E316LT1-1 17633-AT 19123 LP M/C 1
Thermanit 316L-PW A5.22 E316LT1-4, E316LT1-1 17633-AT 19123 L P M/C 1
BOHLER EAS 4 PW-FD (LF) A5.22 E316LT1-4, E316LT1-1 17633-AT 19123 L P M/C 1
BOHLER SAS 2-FD A5.22 E347T0-4, E347T0-1 17633-AT 19 9 Nb R M/C 3
Thermanit TG 347 A5.22 E347T0-4, E347TO-1 17633-AT 199 Nb R M/C 3
BOHLER SAS 2 PW-FD A5.22 E347T1-4, E347T1-1 17633-AT 199 Nb P M/C 1
BOHLER SAS 2 PW-FD (LF) AB.22 E347T1-4, E347T1-1 17633-AT 199 Nb P M/C 1
i:":ﬂlil’;} GTAW/GMAW BQHLER S AIMg 4.5 Mn A5.10 ER5183 18273 S Al 5183 (AIMg4,5Mn0,7(A))
5083 Union AlMg 4,5 Mn A5.10 ER5183 18273 S Al 5183 (AIMg4,5Mn0,7(A))
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Welding know-how joins steel

Customers in over 120 countries join the expertise of voestalpine Bohler Welding. Focused on filler metals,
voestalpine Bohler Welding offers extensive technical consultation and individual solutions for industrial welding
and soldering applications. Customer proximity is guaranteed by 40 subsidiaries in 28 countries, with the support
of 2,200 employees, and through more than 1,000 distribution partners worldwide. voestalpine Bohler Welding
offers three specialized and dedicated brands to cater our customers' and partners' requirements.

1

T | béhlerwelding Béhler Welding — More than 2,000 products for joint welding in all conventional
arc welding processes are united in a product portfolio that is unique throughout the world.
Creating lasting connections is the brand's philosophy in welding and between people.

‘—m- maintenance  UTP Maintenance — Decades of industry experience and application know-how in the
- areas of repair as well as wear and surface protection, combined with innovative and
custom-tailored products, guarantee customers an increase in the productivity and
protection of their components.

{ fontargenbrazing  Fontargen Brazing - Through deep insight into processing methods and ways of application,
Fontargen Brazing provides the best brazing and soldering solutions based on proven
products with German technology. The expertise of this brand's application engineers has
been formulated over many years of experience from countless application cases.
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